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Crosswalk Friction Tests (Attachment)
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FIGURE 1 An intersection with patterned/textured crosswalks in Gainesville, FL.

TABLE 1  Illustrative Samples of Patterned/Textured Surfaces Used in Florida

	Description
	Picture

	Imprinting patterns into existing or new pavement and covering with a surface coating(s) of paint or thermoplastic
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	Imprinting patterns into existing or new pavement and inlaying the imprint with preformed thermoplastic material
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	Colored, preprinted, preformed textured thermoplastic material that is applied over existing pavement
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	Colored thermoplastic material that can be imprinted and textured during or after application to existing pavement
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(a) 
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FIGURE 2 (a) Truck and trailer, and (b) the water distribution system of the locked wheel tester.
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FIGURE 3 (a) Dynamic Friction Tester (DFT) and (b) the rubber sliders
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FIGURE 4 Typical linear regression between locked wheel and DFT results (40 mph test speed).

TABLE 2. Friction number table developed for ribbed test tire vs. DFT
	FN40R
	FN30R
	FN20R
	DFT40

	22
	26
	30
	20

	23
	27
	31
	21

	24
	28
	32
	23

	25
	29
	34
	25

	26
	30
	35
	26

	27
	31
	36
	28

	28
	33
	37
	29

	29
	34
	38
	31

	30
	35
	39
	32

	31
	36
	40
	34

	32
	37
	41
	36

	33
	38
	43
	37

	34
	39
	44
	39

	35
	40
	45
	40

	36
	41
	46
	42

	37
	42
	47
	43

	38
	43
	48
	45

	39
	44
	49
	46

	40
	45
	50
	48

	41
	46
	52
	50

	42
	47
	53
	51

	43
	48
	54
	53

	44
	49
	55
	54

	45
	50
	56
	56



